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Broadband magnetization response of coupled vortex state magnetic dots in layered nanopillars

was explored as a function of in-plane magnetic field and interlayer separation. For dipolarly

coupled circular Py(25 nm)/Cu(20 nm)/Py(25 nm) nanopillars of 600 nm diameter, a small

in-plane field splits the eigenfrequencies of azimuthal spin wave modes inducing an abrupt

transition between in-phase and out-of-phase kinds of the low-lying coupled spin wave modes.

The critical field for this splitting is determined by antiparallel chiralities of the vortices in

the layers. Qualitatively similar (although more gradual) changes occur also in the exchange

coupled Py(25 nm)/Cu(1 nm)/Py(25 nm) tri-layer nanopillars. These findings are in qualitative

agreement with micromagnetic dynamic simulations. VC 2012 American Institute of Physics.

[http://dx.doi.org/10.1063/1.4729825]

Intensive experimental and theoretical investigations of

the magnetic vortex dynamics in small particles (dots) during

the last decade1 opened alternative ways to process informa-

tion stored in the vortex core,2 vortex chirality3,4 and to

transmit it between the coupled dots using vortex

dynamics.5–8 Currently, circular soft magnetic dots in the

vortex ground state are the main elements of many proposed

spintronic devices,9–11 capable of fascinating spin-based

electronics applications, from extremely sensitive magnetic

field sensors, to spin polarized current-tunable microwave

vortex nano-oscillators10 and vortex Magnetic Random

Access Memory.11

Layered magnetic nanopillars consisting of ferromag-

netic (F) and nonmagnetic layers (N) are becoming the main

“building blocks” in spintronics. However, the bulk of the

current knowledge on magnetization dynamics of the vortex

state dots (so called gyrotropic and spin wave modes of dif-

ferent symmetry) is related to a single vortex state dot, or lat-

erally coupled vortex dots.6–8 As to the vertically coupled

magnetic vortices in F/N/F nanopillars, the scarce knowledge

on dynamics is mainly restricted to investigation of the inter-

layer coupling effect on the vortex low frequency gyrotropic

modes10,12 and little is known on the influence of character

of the coupling13 on the excited high frequency spin wave

modes.14 Besides, the major part of the previous studies of

the vertically coupled vortex state dots in nanopillars has

been done in asymmetric conditions by using the dots made

of different materials (typically Co and Py)13,15 or having

different thickness.16 Using symmetric (the same thickness

and material) circular ferromagnetic layers having degener-

ated eigenfrequencies of the isolated layers would give a

unique opportunity to investigate the influence of the

strength and character of interlayer coupling (i.e., interlayer

exchange vs. dipolar) and relative vortex chiralities on spin

wave dynamics in vortex-vortex coupled system without

influence of additional factors. The experiments17 showed

that some conditions should be satisfied to stabilize a rema-

nent double vortex state in F/N/F stack. If the F-layer thick-

nesses and radii are relatively small, the dots are in in-plane

single domain state and only edge localized modes can be

detected in the low frequency part of the spin excitation

spectra.14

Here we explore, experimentally, and by simulations and

analytical estimations, the dynamic properties of the vertically

coupled circular permalloy (Py) dots with two spacer thick-

nesses of 0.9 and 20 nm in Py/Cu/Py nanopillars of relatively

large radius R¼ 300 nm. We investigate high-frequency

response by applying a bias in-plane field and compare the

results with the spin wave spectra of uncoupled dots.18,21

Two sets of samples in the form of square arrays of tri-

layer Py(25 nm)/Cu(d)/Py(25 nm) circular dots were fabri-

cated by a combination of e-beam lithography and lift-off

techniques on a standard Si(100) substrate as explained else-

where.20 The samples have Py layers thickness of L¼ 25 nm,

diameter 2R¼ 600 nm and large interdot center-to-center

distances of 1000 nm to minimize the dipolar lateral cou-

pling. The thickness of the Cu spacer for the first type of

samples is d¼ 0.9 nm (we call it as IEC-interlayer exchange

coupled tri-layer), while the second type of samples has

d¼ 20 nm (further-DIC, dipolar interlayer coupled tri-layer).

The spin wave spectra of the nanopillars have been

studied at room temperature by broadband vector network

analyzer based Vector Network Analyzer - FerroMagnetic

Resonance technique19,20 in the range 4-12 GHz. Continuous

reference layers have also been studied separately to charac-

terize the interlayer coupling. The data were obtained and

analyzed using parallel pumping scheme when both the bias

dc field H0 jj x and oscillating pumping field h are in plane

and parallel to each other (see Fig. 1). The pumping field h

excites only the spin eigenmodes localized in the areas where

the torque h x M0= 0, (M0 is the static magnetization) and
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quasi-uniform FMR-mode is suppressed.19 The hysteresis

loops for both IEC and DIC tri-layer nanopillars (not shown)

are in qualitative agreement with previous results on verti-

cally coupled circular dots in F/N/F nanopillars with vortices

present in both the F-layers at zero field.17

To further confirm the presence of the double vortex

ground state in our samples, we carried out micromagnetic

simulations.21 We characterize the vortex in j-layer (j¼ 1,2)

by its core polarizations pj and chirality Cj.
1 As we demon-

strate below, magnetization dynamics of nanopillars points

out (as confirmed by static simulations) the existence of a

statistical distribution of antiparallel (APC, C1C2¼�1) and

parallel chirality (PC, C1C2¼þ1) states. Analysis of the

magnetization reversal reveals that the vortex annihilation

Han fields are larger for IEC than for DIC nanopillars indicat-

ing that the dipolar coupling, present in both IEC and DIC

pillars, is strengthened in the IEC dots.

In order to investigate in detail the field dependent

changes in dynamic response of the coupled dots, we carry

out the experiments by measuring averaged broadband signal

using multiple scans within the minor loops without annihi-

lating any of the two vortices in the dots. Both DIC and IEC

dots reveal clearly strong changes of the spin wave response

at low fields (Figs. 1 and 2). We concentrate first on our

main result: the spin wave excitations for DIC dots (Fig. 1),

where frequency doublets were observed in the small field

region. These doublets then transform in multiple satellites

with increasing bias field above some critical value of about

40 Oe. The bias field induced changes of the eigenfrequen-

cies for DIC dots are more abrupt than for the IEC ones

(Fig. 2).

To identify the observed frequency peaks, we employ

standard schematics describing the spin waves (SWs) excited

in nearly centered vortex state according to number of the

nodes in dynamic magnetization observed along the azi-

muthal m and radial n directions. As the vortex core radius is

about 10 nm and the dot radius is 300 nm, the spin wave

modes are concentrated mainly outside the core. The SW

can be described via dynamic magnetization l ¼ ðlq; 0; lzÞ
components in the cylindrical coordinates ðq;/; zÞ, lzðq; tÞ
¼ anmðqÞcosðm/� xtÞ, and lqðq; tÞ ¼ bnmðqÞsinðm/� xtÞ.
Accounting that driving magnetic field h is linearly polarized

and oscillates in the dot plane xOy, only the azimuthal modes

with m ¼ 61 (arbitrary n) can be excited. These spin waves

correspond to rotating in plane average magnetization

hlxðtÞiV � ChbiqsinðxtÞ, hlyðtÞiV ¼ Chbiqm cosðxtÞ. So,

maximum mode intensity corresponds to minimal number of

oscillations of the mode profile bðqÞ along the radial direc-

tion, i.e., to the index n¼ 0. In zero approximation (no inter-

layer coupling), the high frequency part of the nanopillar

spectrum consist of two peaks—azimuthal SW with n¼ 0,

m¼61. The frequency degeneracy of these SW is removed

due to the dynamic vortex-SW interaction resulting in form-

ing of the doublets with the frequency splitting of 1.3 GHz

(Refs. 18 and 22) (L¼ 25 nm, R¼ 300 nm).

The interlayer coupling energy in the F/N/F stack con-

sists of two parts: exchange (essential only if d< 2 nm) and

magnetostatic coupling (for all d). The volume density of the

exchange energy can be written as wex
int ¼ �ðJ=LM2

SÞl1 � l2

(J-exchange integral). The magnetostatic coupling energy

density in the main approximation can be written via the F-

layer dipole moments wdip
int ¼ ðV=ðd þ LÞ3Þhl1ihl2i placed

in the centers of the dots of volume V. We see that the corre-

sponding interaction fields Hex
int and Hdip

int can be added to

each other because they follow the same angular dependence

FIG. 1. Frequency excitation spectra of Py/Cu(20 nm)/Py nanopillars: (a)

measured broadband ferromagnetic resonance amplitude of the absorption

spectra (a.u.) as a function of applied field. (b) Simulated eigenfrequencies

as function of in-plane bias field for APC and PC states of the Py layers.

Simulated excitation spectra at low fields in the APC (c) and in the PC (d)

states.

FIG. 2. Spin wave excitation spectra of Py/Cu(0.9 nm)/Py nanopillars vs.

in-plane bias field: (a) experimental measurements of broadband ferromag-

netic resonance amplitude of absorption (a.u.). (b) Dynamic micromagnetic

simulations with 70% contribution from the APC nanopillars (a.u.).
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�cosðHÞ, where H is the angle between the averaged layer

dynamic magnetizations. Since for Cu the maximum value

of J� 0.14 erg/cm2,24 estimation shows that the magneto-

static coupling dominates for both the Cu-spacer thicknesses

d¼ 0.9 and 20 nm explored. The dipolar interaction energy

is wdip
int / hl1i � hl2i / �C1C2m1m2, where m1;m2 ¼ 61 are

the indices of the azimuthal SW forming the doublets in the

1st and 2nd layers. The product m1m2 ¼ p1p2, because the

sign of mj is determined by sign of pj of the j-th layer. The

positive (negative) sign of C1C2p1p2 corresponds to effective

ferromagnetic (antiferromagnetic) interlayer coupling. Each

of the ð0;mjÞ-frequencies splits into the frequencies of in-

phase and out-of-phase modes.23 The in-phase (out-of-phase)

mode frequency is lower for ferromagnetic (antiferromag-

netic) coupling.

Summarizing, we can say that the eigenfrequency spec-

trum of F/N/F tri-layer pillars is formed mainly by the intra-

layer magnetostatic interaction yielding spin wave modes of

the different symmetry. Then, the excited azimuthal SW

with m¼61 are splitted due to interaction with the dynamic

vortex cores, and the resulting frequencies are renormalized

by relatively weak interlayer coupling. But, nevertheless,

this coupling is important because it distinguishes the modes

excited in the C1C2¼61 chirality states and leads to forma-

tion of in-phase/out-of-phase modes in F-layers and to a

strong dependence of the spectra on the external bias fields.

We note that an opposite classification of the simulated SW

spectra was done for Py(20 nm)/Cu(10 nm)/Py(10 nm) nano-

pillars25 assuming that the interlayer interaction is essentially

larger than the azimuthal mode frequency splitting.

Dynamic OOMMF simulations21 with parallel vortex

cores show qualitative agreement with our main experimen-

tal observations. The simulations are done by applying a

time dependent driving field (one ps Gaussian pulse of 5 Oe)

to the relaxed state. We reconstruct the eigenmodes profiles

of the main modes (as done in Ref. 20).

Simulations of the ground state at zero field for DIC

dots show the lowest azimuthal modes that are splitted due

to the dynamical vortex core–SW interaction in each F-layer.

Zero field experiments reveal, however, the existence of a

pair of the doublets in the frequency range where the lowest

azimuthal mode doublet is expected. The further splitting of

the ð0;mjÞ mode frequencies of the doublets is attributed to

the coupling of the layers having the APC or PC chiralities

in each of the DIC dots forming the tri-layers, as indicated

by simulations (Figs. 1(c) and 1(d)). As the eigenfrequencies

of the isolated layers are degenerated, the splitting of the

frequencies for different signs of C1C2 is a result of the inter-

layer coupling. In agreement with experimental observations,

the finite field simulations show an abrupt additional splitting

and the relative phase changes in the SW azimuthal modes

applying magnetic field exceeding 15 Oe. We need to assume

a mixture of the C1C2¼þ1/�1 state nanopillars in the meas-

ured array to explain the splitting of the modes ð0;61Þ. The

assumption about 50% mixture (we have checked with simu-

lations that approximately half of the DIC tri-layers relaxes

into PC state, and the other half—into APC state, starting

from a random distribution of magnetization) of the APC

and PC nanopillars describes qualitatively well the experi-

mental observations with four weakly field dependent spin

wave modes at small fields, which are transformed to multi-

ple and strongly field dependent SW frequencies above some

critical magnetic field (Fig. 1(b)). The frequencies of nano-

pillars with C1C2¼�1 (higher frequency in-phase mode) ex-

perience splitting in smaller bias fields than one for

nanopillars with C1C2¼þ1 (lower frequency in-phase

mode), i.e., the SW modes of nanopillars with C1C2¼þ1

are less sensitive to change of the bias field. Figure 2 com-

pares experiments and simulations for the low field response

in IEC dots for 70% APC-30% PC distributed chiralities.

Similar, but more gradual (than observed in DIC dots)

changes are seen in the spin wave eigenmode frequencies

varying the bias field.

The simulated frequencies of DIC nanopillars (Fig. 1(b))

are approximately in 50% higher than the experimentally

measured frequencies presented in Fig. 1(a). This is due to

that (i) the saturation magnetization of the Py-layers can be

smaller than the value of Ms¼ 830 G� 103 A/m used in sim-

ulations (done at zero temperature) and (ii) the lateral inter-

dot dipolar coupling in the array typically leads to lowering

of the isolated dot eigenfrequencies.

Figure 3 compares simulated spatial distributions of the

vortex dynamic magnetization in the DIC dots with PC (part

b) and APC chiralities (part a), presented as DMx/Ms, which

suffers strong changes above 15 Oe. As shown in Fig. 3(a),

at zero field, the main two modes occur at 8.13 GHz (counter-

clockwise (CCW) motion, m¼þ1) and at 10.15 GHz (clock-

wise (CW) motion, m¼�1). Being of the acoustic type (i.e.,

the two layers response is nearly in-phase, and the frequency

of in-phase APC mode (a) is higher than the frequency of in-

phase PC mode (b)) at the zero bias (H¼ 0), the modes have

out-of-phase character when a small external magnetic field

above 15 Oe is applied (Fig. 3(a)). We believe that this occurs

because at fields different from zero, each vortex is pushed

towards a different part of the dot, and differences of phase

appear as a result of the changes in the symmetry of the

ground state with respect to the dot centre. The zero field

splitting of the APC and PC in-phase modes in Fig. 3

(0.55 GHz and 0.41 GHz for the low/high doublet frequency)

is a direct measure of the interlayer coupling.

FIG. 3. Comparison of the simulated spin wave eigenmodes in the top and

bottom layer of the tri-layer DIC Py/Cu/Py nanopillars in (a) APC and (b)

PC states (reduced dynamic magnetization component DMx/MS is pre-

sented). On the top of each mode image the corresponding frequency is

specified (in GHz). When bias field is applied, there is 180�-phase shift of

the mode profiles in the APC state.
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To summarize, magnetization dynamics in coupled vor-

tex dots in Py/Cu/Py tri-layer nanopillars applying in plane

magnetic field reveals substantial differences with respect to

a single dot response. For APC dipolar coupled dots external

in plane magnetic field exceeding small (few tens of Oe) crit-

ical value leads to excitation of multiple spin wave modes,

characterized not only by their strong field dependence, but

also their differences in relative phase of the dynamic

response of the layers. Knowledge of the spin eigenmodes of

coupled tri-layer pillars is of considerable importance for

understanding of thermally induced noise in nanopillar based

read heads and spin wave modes excited in spin torque and

magnonic devices.
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