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We present an effective (minimal) theory for chiral two-dimensional materials. These materials possess
an electromagnetic coupling without exhibiting a topological gap. As an example, we study the response of
doped twisted bilayers, unveiling unusual phenomena in the zero frequency limit. An in-plane magnetic
field induces a huge paramagnetic response at the neutrality point and, upon doping, also gives rise to a
substantial longitudinal Hall response. The system also accommodates nontrivial longitudinal plasmonic
modes that are associated with a longitudinal magnetic moment, thus endowing them with a chiral
character. Finally, we note that the optical activity can be considerably enhanced upon doping and our
general approach would enable systematic exploration of 2D material heterostructures with optical activity.
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Introduction.—Naturally occurring optically active or
chiral molecules have attracted great attention and are used
in many applications [1,2]. These molecules often display a
spinal structure leading to molecular multipole transitions,
but the scattering process can most simply be modeled by
an electric and magnetic dipole. Recently, chiral plasmonic
metamaterials and artificial nanostructures with enhanced
chiral sensing capabilities have also been designed [3–6].
Two-dimensional van der Waals materials made possible

the design of atomically thin chiral metamaterials with
enantiomer stacking and a novel optically active material is
given by twisted bilayer graphene (TBG) [7]. It consists of
two graphene layers that are rotated by an arbitrary angle
with respect to each other [8–14]. Its electronic structure is
characterized by two Dirac cones that are separated in the
Brillouin zone by the relative angle [15,16]. The absorption
is enhanced for transitions close to the van Hove singularity
that is located in between the two Dirac points [17,18].
Twisted bilayer graphene is a chiral material since its

left- and right-handed copies are given by the relative
rotation of the two layers and are linked by mirror
symmetry. Because of this property, TBG displays (strong)
optical activity at finite frequencies corresponding to
transitions around the M point [7], which can be related
to the relative rotation of the chiral electrons of the two
layers [19]. Linearly polarized light thus experiences a
Faraday rotation without breaking the time-reversal or
rotational symmetry and strong circular dichronism has
been observed that is usually only seen in the presence of a
magnetic field [20] or enantiomeric structures [21–24].
In this Letter, we will investigate the response of TBG,

focusing on the terahertz and ω → 0 limit, and its doping
dependence. For this, we will derive an effective (minimal)

model to describe the response of general chiral 2D
materials. First, there must be a minimum of two layers
separated by a nonzero distance a, because optical activity
without breaking the time-reversal symmetry is a nonlocal
property [25]. We also assume, as was confirmed in
Refs. [7,19], that in-plane currents provide an adequate
description of the response and current densities
perpendicular to the layers are negligible. The response
is then defined by the 4 × 4 matrix σ with

�
jð1Þ

jð2Þ

�
¼ σ

�
Eð1Þ

Eð2Þ

�
; ð1Þ

where jð1;2Þ and Eð1;2Þ represent in-plane currents and total
fields in the plane indices (1 and 2). Let us consider a
rotationally invariant system for which we define the
following response:

σ ¼
�

σ101 σ11 − iσxyτy

σ11þ iσxyτy σ201

�
; ð2Þ

where 1 and τy are the 2 × 2 Pauli matrices in coordinate
indices, and σn0;1ðωÞ, σxyðωÞ are complex functions character-
izing the response, the in-plane local approximation implied.
They can be interpreted as the in-plane conductivity in layer
n ¼ 1, 2, the covalent drag conductivity, as well as theHall or
chiral conductivity, respectively. In the case of twisted bilayer
graphene, the conductivities also depend parametrically on
the twist angle θ, satisfying the following parity relations:
σn0;1ðω; θÞ ¼ σn0;1ðω;−θÞ, σxyðω; θÞ ¼ −σxyðω;−θÞ.
The above form is the most general response that

complies with reciprocity for time reversal, in-plane
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rotational invariance (z axis), and a simultaneous π rotation
around (for instance) the x axis, and the exchange of plane
indices, the latter symmetry corresponding to the irrel-
evance of the incoming side choice. However, we will set
σ10 ¼ σ20 ≡ σ0 for simplicity in what follows, see the
Supplemental Material for the general case [26].
Effective local description.—For chiral systems, it is

common to analyze the response in terms of a magnetiza-
tion. By this, we can transform the general nonlocal
description including only electric fields into an effective
local description including both electric and magnetic fields
through an electromagnetic coupling.
To make contact with this tradition, the total in-plane

magnetic moment (per unit surface) is written as m∥ ¼
ajm × ẑ, so that the contribution 2jm ¼ jð1Þ − jð2Þ, which
distinguishes the current in each layer, can be thought of as
coming from a magnetic dipole density m∥=a uniformly
filling the space between the layers.
The use of a magnetization language for the response

prompts for a magnetic field, and Maxwell’s equations
allow us to write ẑ × ðEð2Þ − Eð1ÞÞ ¼ iωahB∥i, where hB∥i
is the average parallel component of the magnetic field
between layers. It should be kept in mind, however, that the
use of a magnetic language for the response is merely a
matter of convention, and the entire analysis can be carried
out in terms of sheet currents and electric fields instead,
see Eqs. (1) and (2).
To second order in ½ðωaÞ=c� ∼ ða=λÞ, we can further

replace the fields with their values at the nominal center
of the bilayer, E and B, and introduce a surface polarization
density through jT ¼ jð1Þ þ jð2Þ ¼ −iωp∥. The bilayer is then
replaced by a single sheet placed at z0 ¼ 0with the standard
volume polarization and magnetization, P ¼ p∥δðzÞ, M ¼
m∥δðzÞ, where δðzÞ ¼ Θ(ða=2Þ2 − z2)=a. The constituent
equations of Eqs. (1) and (2) then read

p∥ ¼ −2
σ0 þ σ1

iω
E∥ − aσxyB∥;

m∥ ¼ aσxyE∥ þ iω
a2

2
ðσ0 − σ1ÞB∥:

ð3Þ

The form of Eqs. (3) is often taken as the starting point in
discussions of chiral molecules [1]. Here, we have deduced
them from the basic layer response of Eq. (2). The presence
of the cross term σxy leads to the optical activity in twisted
bilayer graphene, as explained in Refs. [7,19].
For 2D materials at optical frequencies, the last term is

already of order ðða=λÞÞ2 and usually dropped [28]. Here,
we will keep it because at the neutrality point the in-plane
magnetic susceptibility may be the only response and it
turns out to be huge for twisted bilayer graphene at the
magic angle, for which the lowest band becomes almost
flat [16].

The basic content of Eqs. (3), that an in-plane magnetic
field leads to an electric current and a longitudinal current is
accompanied by a magnetic moment, remains valid at zero
frequency for the twisted bilayer. Upon doping this is also
true for plasmons, which is one of the major results of this
work: the presence of longitudinal plasmons that carry a
magnetic moment.
Static response.—In the context of optical activity, the

response of the twisted bilayer has been discussed for
interband transitions at finite frequency [7,19]. Here, we
focus on the response at zero frequency including intraband
transitions upon doping, i.e., the Drude component to the
conductivity. The real part of the conductivity is given
by ReσnðωÞ ¼ πDnδðωÞ þ Reσregn ðωÞ with n ¼ f0; 1; xyg
and the regular part of the conductivity σregn is obtained from
the usual Kubo formula applied to the twisted bilayer
Hamiltonian using the continuous model of Refs. [15,16],
see the Supplemental Material [26]. The imaginary part
follows from the Kramers-Kronig relation.
The Drude weight, which measures the density of inertia,

is here a 4 × 4 Drude matrix with three components D0;1;xy

defined by Dn ¼ limω→0ωImσn. They are shown in Fig. 1
for two different twist angles labeled by i with cos θi ¼
1 − ð1=2AiÞ and Ai ¼ 3i2 þ 3iþ 1. All curves show dis-
continuities that are related to the band structure as already
discussed in Ref. [29] in the case ofDxx ¼ D0 þD1. In the
following, we will discuss the results in detail.
Response at the neutrality point.—At neutrality, there are

no charge carriers and no total current can flow. Therefore,
D0 þD1 ¼ 0 and also Dxy ¼ 0 at μ ¼ 0. However, the
counterflow [16] D0ðμ ¼ 0Þ −D1ðμ ¼ 0Þ ¼ 2D0ðμ ¼ 0Þ
does not have to be zero (and can even be negative),
provoking a magnetic response to an in-plane magnetic
field:

m∥ ¼ −a2
D0

1þ iðωτÞ−1 B∥; ð4Þ

where we also included a finite relaxation time τ. At first
glance, talking about counterflow when no free carriers are
present seems bizarre. Nevertheless, in the clean limit
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FIG. 1. The transverse Drude weight Dxy in units of t=ℏ2 as a
function of the chemical potential for two twist angles θi¼5 ¼ 6°
(left) and θi¼10 ¼ 3° (right). Also shown are the Drude weights
D0 (green) and D1 (blue).
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τ → ∞, a finite value of D0 in Eq. (4) merely expresses
the emergence of a magnetic moment upon the adiabatic
application of a magnetic field: a perfectly sensible and
time-reversal invariant result for which no carriers need to
be present, as neutral graphene attests.
Since D0 < 0, it amounts to a paramagnetic response.

It is important to note that again this effect is only possible
for finite a and would vanish in the limit of a → 0. At the
magic angle i ¼ 31, we find D0 ≈ −8.5e2t=ℏ2, which
corresponds to a response about 200 times larger than
the (diamagnetic) one of core electrons in bilayer graphene
[30], see also the Supplemental Material [26]. This is an
unprecedented in-plane magnetic response that is only
related to the counterflow of the two adjacent graphene
layers. It is also much larger than the lattice response
of single layer graphene [31] or MoS2 [32] due to a
perpendicular magnetic field.
Hall response at finite doping.—At finite chemical

potential, the longitudinal Drude weight Dxx¼2ðD0þD1Þ
is always positive and proportional to μ in the limit of
μ → 0, in agreement with the standard mass tensor result
for conical bands. The Drude weight of the counterflow
DCF ¼ ðD0 −D1Þ should become positive for some finite μ
and then yield a diamagnetic response as expected from
Lenz’s rule. Its proportionality with respect to the chemical
potential was first given in Ref. [16], but the negative offset
leading to the paramagnetic response at half filling was not
discussed.
Dxy becomes finite for μ ≠ 0 and shows ambipolar

behavior similar to a Hall response, i.e., positive for say
μ < 0 and negative for μ > 0, also reversing sign upon
twist angle sign reversal. From Eq. (3), a finite Dxy renders
the longitudinal current to be accompanied by a magnetic
moment, which also holds for plasmonic excitations, as
later explained. Furthermore, there is the possibility of a
transverse response at ω ¼ 0 and an in-plane magnetic field
induces a longitudinal current at finite chemical potential in
the clean limit. As in Eq. (4), observation of this longi-
tudinal Hall response in the presence of dissipation would
require a finite frequency with ωτ ≫ 1,

jT ¼ −a
Dxy

1þ iðωτÞ−1 B∥: ð5Þ

Intrinsic excitation.—Intrinsic excitations or plasmons
are collective longitudinal and/or transverse current oscil-
lations. In the limit a → 0, they were discussed for TBG in
Refs. [29,33] and the response only depends on σ0 þ σ1.
Here, we will investigate the influence of the transverse
response σxy for finite a.
Plasmons can be obtained in an elementary fashion from

the constitutive relation (1) and (2). In the instantaneous
approximation, valid to order ðv=cÞ2, the self-fields are
purely longitudinal and, decomposing the Fourier compo-
nents of the current into longitudinal and transverse parts,

jðnÞ ¼ jnq̂þ δjnq̂⊥ with q̂⊥ ¼ ẑ × q̂, nontrivial solutions
for the currents are given by the zeros of the determinant of
a 2 × 2-matrix:

det

�
12×2 −

�
χ0 χ1

χ1 χ0

�
D
�
¼ 0; ð6Þ

where χn ¼ −iωσn with the photonic propagator of a
double layer structure D defined in Ref. [34] (see also
the Supplemental Material [26]).
Two branches appear in the limit q → 0: the ordinary 2D

plasmon with
ffiffiffi
q

p
dispersion and an acoustic one. Whereas

the latter is vulnerable to the local approximation [35], the
ordinary plasmon, experimentally observed in single layer
graphene [36–38], is expected to be a robust feature. In the
nonretarded approximation these longitudinal plasmon
frequencies are not modified by the transverse coupling
σxy, see Eq. (6). Nevertheless, a finite value of σxy adds a
transverse component to the current, given in the limit
q → 0 by the following relation between electric and
magnetic dipole oscillations:

q̂ ·m ¼ χq̂ · jT ð7Þ
with χ ¼ ½ðaσxyÞ=ð2ðσ0 þ σ1ÞÞ�. The ordinary plasmon
carries total charge q · jT ≠ 0 and, by Eq. (7), also carries
a longitudinal magnetic moment, the signature of chiral
excitations [1,39,40]. In the relevant limit ω → 0, the
plasmon magnetic content just becomes a real quantity
involving the Drude weights: χ0 ¼ ½ðaDxyÞ=ð2ðD0 þD1ÞÞ�
(see also the Supplemental Material [26]). Therefore, the
nonzero value of the chiral Drude term Dxy at finite doping
gives plasmons a chiral character. This analysis can be
made more general by studying the mixed spectral density
of the total charge q̂ · jTðqÞ and parallel magnetic moment
q̂ ·mðqÞ, see the Supplemental Material [26].
Optical activity.—The optical activity at finite frequen-

cies can be significantly modified upon doping. The
circular dichroism (CD), defined as the relative difference
in absorption for right- and left-handed circularly polarized
light, CD ¼ ½ðAþ −A−Þ=ð2ðAþ þA−ÞÞ�, can be written
using the formalism of Eqs. (1) and (2) as follows, see the
Supplemental Material [26]:

CD ¼ ReðσxyÞ
2Reðσ0 þ σ1Þ

ffiffiffi
ϵ

p ωa
c

: ð8Þ

Apart from the presence of the dielectric, this formula
essentially coincides with that of Ref. [7]. Notice that CD
basically coincides with the factor χ of Eq. (7), emphasiz-
ing its meaning as the chiral content of the transition. The
key response ReðσxyÞ as well as CD are plotted in Fig. 2 for
several doping levels in the vicinity of the saddle frequen-
cies, where optical activity is experimentally observed [7].
For zero doping, the results were first obtained for the
present model in Ref. [19] and compare well to the values
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observed in experiment. Its peak-dip structure was linked to
nearly canceling opposite contributions and only the differ-
ent chiral structure of the electrons in the two layers yields a
finite Hall response.
However, the chirality of the electrons is not the only

source to break the canceling symmetry in order to reach a
finite Hall response. Also, finite doping or bias [26] between
the two layers yields a response—even assuming the same
chirality of the electrons. In Fig. 2, we show how the μ ¼ 0
bimodal structure evolves into a well-defined single peak
structure upon doping, in addition to an overall increase in
spectral weight. Incidentally, at small angles, the unimodal
form of the doped case seems to better describe the exper-
imental shape rather than the nominal zero-doping case [7].
Discussion.—The electromagnetic coupling in chiral

materials opens up new scenarios for Hall physics if we
can apply different (constant) gauge fields to the individual
layers. Notice that these fields cannot be gauged away
simultaneously. In Dirac systems such as twisted bilayer
graphene this should be achieved by uniaxial strain, which
acts differently on the two layers, e.g., by using a bended
substrate. But strain also acts oppositely on the two K
points and it is thus necessary to break the symmetry
between the K and the K0 point, which are related by time-
reversal and parity symmetry. The breaking of the valley
symmetry can be achieved by valley polarizing the sample
by an electrical current through a narrow constriction [41],
and we expect a transverse current if the sample is strained

differently for the two layers. Valley polarization can also
be achieved by pumping, see Ref. [42].
One can further design purely magnetic plasmons by

placing two twisted bilayer graphene structures with
opposite chiralities at the two opposite faces of a dielectric
substrate. Electrostatic interaction couples the plasmonic
excitations on different faces and the out-of-phase oscil-
lations do not carry charge, but the magnetic moments add
up similarly to what happens in 3D topological insulators,
see Fig. 3 [43]. The two modes can be addressed separately
by changing the distance of the exciting electric dipole with
respect to one of the surfaces [44].
Conclusions.—By studying the most general local

response function for a two-layered 2D system, we dis-
cussed the general properties of optically active 2D
systems. We applied our analysis to twisted bilayer
graphene and calculated the intraband response (Drude
weight) from the Kubo formula. In general terms, we
predict novel phenomena related to the covalent drag D1

and Hall-like Dxy terms of the Drude matrix, i.e., a huge
paramagnetic susceptibility at zero chemical potential due
to counterflow, a longitudinal Hall effect that can be
induced by uniaxial strain, and chiral magnetoplasmonic
excitations, endowing plasmons and the associated near
field fluctuations [45] with a chiral character. Moreover, the
optical activity in terms of the circular dichronism can be
considerably enhanced with doping.
Twisted plasmons accompanied by a magnetic moment

were predicted to also exist in 3D topological insulators
[46], but have been evasive in experiments so far. One of
the reasons might be that the thin samples used in experi-
ments (for thick samples the noise from the bulk increases)
only carry optically active oscillations that are purely
chargelike [43]. Chiral 2D materials thus offer a new
platform to observe these novel chiral plasmons that can
further be combined with other near-field chiralities due to
spin-momentum locking [47,48].
Our response theory can be applied to any two-layered

system with a rotational symmetry Cn>2. Optical activity
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FIG. 2. Left: the chiral or Hall conductivity at finite frequencies
for several doping levels μ=t ¼ 0, 0.1, 0.2 and the two angles
θ ¼ 6° (top) and θ ¼ 3° (bottom). Right: the circular dichronism
for several doping levels with vF=c ¼ 300 and ϵ ¼ 1 for the two
angles θ ¼ 6° (top) and θ ¼ 3° (bottom). The vertical lines
correspond to the two energy scales ϵM ¼ ð2π=3ÞℏvF=LM and
ϵvH ≈ ϵM − t⊥=3 with LM the Moiré-lattice period and t⊥ the
interlayer hopping amplitude, see also the Supplemental
Material [26].

(a) (b)

FIG. 3. (a) Double-layer structure with two “identical” twisted
bilayer graphene samples, but with opposite chiralities
(χ1 ¼ −χ2), separated by an insulator with dielectric constant
ϵ. The current and attached magnetic moment are either parallel
or antiparallel. (b) The two plasmon modes hybridize due to
electrostatic interaction and form symmetric in-phase (optical)
modes and antisymmetric out-of-phase (acoustic) modes. The in-
phase mode has purely chargelike character whereas the out-of-
phase mode has a purely magneticlike character.

PHYSICAL REVIEW LETTERS 120, 046801 (2018)

046801-4



then hinges on the existence of a finite interlayer σxy (Hall)
response, a feature expected for any layered system that
does not coincide with its parity-reversed image, without
the need for time-reversal breaking. Thus, twisted bilayer
graphene might well be just one example among a
potentially large class of layered materials where our work
becomes relevant; i.e., we expect it to be present in any 2D
van der Waals heterostructures with geometrical chiral
structure. This opens up a new way to design novel chiral
metamaterials without breaking time-reversal or rotational
symmetries.
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Džolić, S. Gómez-Graña, M. Žinić, M. M. Cid, and L. M.
Liz-Marzán, Angew. Chem., Int. Ed. Engl. 50, 5499 (2011).

[6] X. Shen, A. Asenjo-Garcia, Q. Liu, Q. Jiang, F. J. García de
Abajo, N. Liu, and B. Ding, Nano Lett. 13, 2128 (2013).

[7] C.-J. Kim, A. Sánchez-Castillo, Z. Ziegler, Y. Ogawa, C.
Noguez, and J. Park, Nat. Nanotechnol. 11, 520 (2016).

[8] G. Li, A. Luican, J. M. B. Lopes dos Santos, A. H. Castro
Neto, A. Reina, J. Kong, and E. Y. Andrei, Nat. Phys. 6, 109
(2010).

[9] H. Schmidt, T. Lüdtke, P. Barthold, and R. J. Haug, Phys.
Rev. B 81, 121403 (2010).

[10] I. Brihuega, P. Mallet, H. González-Herrero, G. Trambly de
Laissardière, M. M. Ugeda, L. Magaud, J. M. Gómez-
Rodríguez, F. Ynduráin, and J.-Y. Veuillen, Phys. Rev. Lett.
109, 196802 (2012).

[11] R. W. Havener, Y. Liang, L. Brown, L. Yang, and J. Park,
Nano Lett. 14, 3353 (2014).

[12] H. Schmidt, J. C. Rode, D. Smirnov, and R. J. Haug, Nat.
Commun. 5, 5742 (2014).

[13] H. Patel, R. W. Havener, L. Brown, Y. Liang, L. Yang, J.
Park, and M.W. Graham, Nano Lett. 15, 5932 (2015).

[14] N. Ray, M. Fleischmann, D. Weckbecker, S. Sharma, O.
Pankratov, and S. Shallcross, Phys. Rev. B 94, 245403
(2016).

[15] J. M. B. Lopes dos Santos, N. M. R. Peres, and A. H. Castro
Neto, Phys. Rev. Lett. 99, 256802 (2007).

[16] R. Bistritzer and A. H. MacDonald, Proc. Natl. Acad. Sci.
U.S.A. 108, 12233 (2011).

[17] P. Moon and M. Koshino, Phys. Rev. B 87, 205404 (2013).
[18] J. Yin, H. Wang, H. Peng, Z. Tan, L. Liao, L. Lin, X. Sun,

A. L. Koh, Y. Chen, H. Peng, and Z. Liu, Nat. Commun. 7
(2016).

[19] E. S. Morell, L. Chico, and L. Brey, 2D Mater. 4, 035015
(2017).

[20] J. M. Poumirol, P. Q. Liu, T. M. Slipchenko, A. Y. Nikitin,
L. Martin-Moreno, J. Faist, and A. B. Kuzmenko, Nat.
Commun. 8, 14626 (2017).

[21] M. Kuwata-Gonokami, N. Saito, Y. Ino, M. Kauranen, K.
Jefimovs, T. Vallius, J. Turunen, and Y. Svirko, Phys. Rev.
Lett. 95, 227401 (2005).

[22] A. V. Rogacheva, V. A. Fedotov, A. S. Schwanecke, and
N. I. Zheludev, Phys. Rev. Lett. 97, 177401 (2006).

[23] E. Plum, J. Zhou, J. Dong, V. A. Fedotov, T. Koschny, C. M.
Soukoulis, and N. I. Zheludev, Phys. Rev. B 79, 035407
(2009).

[24] J. Zhou, D. R. Chowdhury, R. Zhao, A. K. Azad, H.-T.
Chen, C. M. Soukoulis, A. J. Taylor, and J. F. O’Hara, Phys.
Rev. B 86, 035448 (2012).

[25] L. D. Landau and E. M. Lifshitz, Electrodynamics of Con-
tinuous Media (Pergamon Press, Oxford, 1984).

[26] See Supplemental Material at http://link.aps.org/
supplemental/10.1103/PhysRevLett.120.046801, which
also includes Ref. [27], for more details.

[27] E. McCann, Phys. Rev. B 74, 161403 (2006).
[28] Formally, all orders of a=λ are present in the expansion and

we have only kept the leading orders in Eq. (3). For the static
response, though, the expansion is exact.

[29] T. Stauber, P. San-Jose, and L. Brey, New J. Phys. 15,
113050 (2013).

[30] F. J. DiSalvo, S. A. Safran, R. C. Haddon, J. V. Waszczak,
and J. E. Fischer, Phys. Rev. B 20, 4883 (1979).

[31] G. Gómez-Santos and T. Stauber, Phys. Rev. Lett. 106,
045504 (2011).

[32] A. Gutiérrez-Rubio, T. Stauber, G. Gómez-Santos, R.
Asgari, and F. Guinea, Phys. Rev. B 93, 085133 (2016).

[33] T. Stauber and H. Kohler, Nano Lett. 16, 6844 (2016).
[34] T. Stauber and G. Gómez-Santos, New J. Phys. 14, 105018

(2012).
[35] T. Stauber and G. Gómez-Santos, Phys. Rev. B 85, 075410

(2012).
[36] J. Chen, M. Badioli, P. Alonso-Gonzalez, S. Thongrattanasiri,

F. Huth, J. Osmond, M. Spasenovic, A. Centeno, A.
Pesquera, P. Godignon, A. Zurutuza Elorza, N. Camara,
F. J. G. de Abajo, R. Hillenbrand, and F. H. L. Koppens,
Nature (London) 487, 77 (2012).

[37] Z. Fei, A. S. Rodin, G. O. Andreev, W. Bao, A. S. McLeod,
M. Wagner, L. M. Zhang, Z. Zhao, M. Thiemens, G.
Dominguez, M.M. Fogler, A. H. C. Neto, C. N. Lau, F.
Keilmann, and D. N. Basov, Nature (London) 487, 82
(2012).

[38] H. Yan, T. Low, W. Zhu, Y. Wu, M. Freitag, X. Li, F.
Guinea, P. Avouris, and F. Xia, Nat. Photonics 7, 394
(2013).

[39] L. Rosenfeld, Z. Phys. 52, 161 (1929).
[40] A. O. Govorov, Z. Fan, P. Hernandez, J. M. Slocik, and R. R.

Naik, Nano Lett. 10, 1374 (2010).

PHYSICAL REVIEW LETTERS 120, 046801 (2018)

046801-5

https://doi.org/10.1126/science.1202817
https://doi.org/10.1038/ncomms14180
https://doi.org/10.1002/anie.201007536
https://doi.org/10.1021/nl400538y
https://doi.org/10.1038/nnano.2016.3
https://doi.org/10.1038/nphys1463
https://doi.org/10.1038/nphys1463
https://doi.org/10.1103/PhysRevB.81.121403
https://doi.org/10.1103/PhysRevB.81.121403
https://doi.org/10.1103/PhysRevLett.109.196802
https://doi.org/10.1103/PhysRevLett.109.196802
https://doi.org/10.1021/nl500823k
https://doi.org/10.1038/ncomms6742
https://doi.org/10.1038/ncomms6742
https://doi.org/10.1021/acs.nanolett.5b02035
https://doi.org/10.1103/PhysRevB.94.245403
https://doi.org/10.1103/PhysRevB.94.245403
https://doi.org/10.1103/PhysRevLett.99.256802
https://doi.org/10.1073/pnas.1108174108
https://doi.org/10.1073/pnas.1108174108
https://doi.org/10.1103/PhysRevB.87.205404
https://doi.org/10.1088/2053-1583/aa7eb6
https://doi.org/10.1088/2053-1583/aa7eb6
https://doi.org/10.1038/ncomms14626
https://doi.org/10.1038/ncomms14626
https://doi.org/10.1103/PhysRevLett.95.227401
https://doi.org/10.1103/PhysRevLett.95.227401
https://doi.org/10.1103/PhysRevLett.97.177401
https://doi.org/10.1103/PhysRevB.79.035407
https://doi.org/10.1103/PhysRevB.79.035407
https://doi.org/10.1103/PhysRevB.86.035448
https://doi.org/10.1103/PhysRevB.86.035448
http://link.aps.org/supplemental/10.1103/PhysRevLett.120.046801
http://link.aps.org/supplemental/10.1103/PhysRevLett.120.046801
http://link.aps.org/supplemental/10.1103/PhysRevLett.120.046801
http://link.aps.org/supplemental/10.1103/PhysRevLett.120.046801
http://link.aps.org/supplemental/10.1103/PhysRevLett.120.046801
http://link.aps.org/supplemental/10.1103/PhysRevLett.120.046801
http://link.aps.org/supplemental/10.1103/PhysRevLett.120.046801
https://doi.org/10.1103/PhysRevB.74.161403
https://doi.org/10.1088/1367-2630/15/11/113050
https://doi.org/10.1088/1367-2630/15/11/113050
https://doi.org/10.1103/PhysRevB.20.4883
https://doi.org/10.1103/PhysRevLett.106.045504
https://doi.org/10.1103/PhysRevLett.106.045504
https://doi.org/10.1103/PhysRevB.93.085133
https://doi.org/10.1021/acs.nanolett.6b02587
https://doi.org/10.1088/1367-2630/14/10/105018
https://doi.org/10.1088/1367-2630/14/10/105018
https://doi.org/10.1103/PhysRevB.85.075410
https://doi.org/10.1103/PhysRevB.85.075410
https://doi.org/10.1038/nature11254
https://doi.org/10.1038/nature11253
https://doi.org/10.1038/nature11253
https://doi.org/10.1038/nphoton.2013.57
https://doi.org/10.1038/nphoton.2013.57
https://doi.org/10.1007/BF01342393
https://doi.org/10.1021/nl100010v


[41] A. Rycerz, J. Tworzydlo, and C.W. J. Beenakker, Nat. Phys.
3, 172 (2007).

[42] Y. Jiang, T. Low, K. Chang, M. I. Katsnelson, and F. Guinea,
Phys. Rev. Lett. 110, 046601 (2013).

[43] T. Stauber, G. Gómez-Santos, and L. Brey, Phys. Rev. B 88,
205427 (2013); ACS Photonics 4, 2978 (2017).

[44] M. Ameen Poyli, M. Hrton, M. I. A. Nechaev, A. Nikitin,
P. M. Echenique, V. M. Silkin, J. Aizpurua, and R. Esteban,
arXiv:1707.03050.

[45] Y. Tang and A. E. Cohen, Phys. Rev. Lett. 104, 163901
(2010).

[46] S. Raghu, S. B. Chung, X.-L. Qi, and S.-C. Zhang, Phys.
Rev. Lett. 104, 116401 (2010).

[47] A. Canaguier-Durand and C. Genet, Phys. Rev. A 92,
043823 (2015).

[48] P. Lodahl, S. Mahmoodian, S. Stobbe, A. Rauschenbeutel,
P. Schneeweiss, J. Volz, H. Pichler, and P. Zoller, Nature
(London) 541, 473 (2017).

PHYSICAL REVIEW LETTERS 120, 046801 (2018)

046801-6

https://doi.org/10.1038/nphys547
https://doi.org/10.1038/nphys547
https://doi.org/10.1103/PhysRevLett.110.046601
https://doi.org/10.1103/PhysRevB.88.205427
https://doi.org/10.1103/PhysRevB.88.205427
https://doi.org/10.1021/acsphotonics.7b00524
http://arXiv.org/abs/1707.03050
https://doi.org/10.1103/PhysRevLett.104.163901
https://doi.org/10.1103/PhysRevLett.104.163901
https://doi.org/10.1103/PhysRevLett.104.116401
https://doi.org/10.1103/PhysRevLett.104.116401
https://doi.org/10.1103/PhysRevA.92.043823
https://doi.org/10.1103/PhysRevA.92.043823
https://doi.org/10.1038/nature21037
https://doi.org/10.1038/nature21037

